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SAE 10W-30
o API CI-4/SL

SAE 15W-40

0 API CI-4/SL

o0 MB 228.3

o0 ACEA E7-16

o Volvo VDS-3

o Cummins CES 20076, 20077

o Caterpillar ECF-2/1A

o Mack EO-N, EO-M, EO-M PLUS
o Renault RLD-2
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LPG / NGV / CNG
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PROPERTIES METHOD BANGCHAK D3 TURBO PLUS )
SAE 10W-30 SAE 15W-40 NUANUIAU

Appearance Visual Bright & Clear Bright & Clear
Color ASTM D1500 Report Report
Density @ 15 °C, g/cm3 ASTM D1298 Report Report
Flash Point (COC), °C ASTM D92 215 Min 215 Min
Foam Test (Seq Il), mL/mL ASTM D892 50/0 Max 50/0 Max
Pour Point, °C ASTM D97 -21 Max -15 Max
Kinematic Viscosity @ 100 °C, cSt. ASTM D445 11.5-12.5 14.0-15.0
Viscosity Index ASTM D2270 135 Min 135 Min . '
Cold Cranking Simulator, cP ASTM D5293 | 6600 Max, @ -25 °C | 6600 Max, @ -25 °C X ATRNATIULUIN
TBN, mg KOH/g ASTM D2896 10.9 Min 8.8 Min ¢¢ /

ussafauei: 1 &as, 6 &n3, 200 &aT
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o0 MAN M3275

o0 MTU Category 2

o Detroit DFS 93K215
o0 Deutz DQC 111-18
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