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Appearance

Color

Density @ 15 °C, g/cm3
Flash Point (COC), °C
Foam Test (Seq Il), mL/mL
Pour Point, °C

Viscosity Index
TBN, mg KOH/g

Kinematic Viscosity @ 100 °C, cSt.

Visual
ASTM D1500
ASTM D1298

ASTM D92

ASTM D892
ASTM D97

ASTM D445
ASTM D2270
ASTM D2896

Bright & Clear
Report
Report

230 Min
50/0 Max
-6 Max
14.5-15.5
95 Min
4.7 Min
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