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1van waslud dwhiiuvaadudmsuadasdoiulaih Aoiuda uazdoviuni Mfiaaannaaaidan HWIUNISNAFAUNIASFIUGIN
Fudunanuannnsdanassiniuiusudsiuamumsndunnlufiee wazasRnaa N9 Foinaautis dotl o DIN 51515 part 1(L-TD)&part 2 (L-TG)

o Siemen TLV 9013 04 (EP)
o vusiamsnudfuaandianlafifiuiiae fangnislanuaiuiu Taalitaauluiig o Siemen TLV 9013 05 (EP)
o figufianuntiage mnunilaluudsuwilasunn Wagungfildeuly 0 GEK32568J
o flavAunisiAesfluuufllane 0 GEK46506E
o shumusianistianas wagWasanmalutihsfusnansauandiaanlasias o GEK 27070
o0 thifaunanansauandiaananniniu'led 0 GEK 101941A

0 AIST 120 and 125
o Fives P-38, P-55, P-54
0 Alstom HTGD 90 117 VO0O01Y (EP)

nsldeuzas uvan waslud / FEATURE & BENEFITS \

lasnaaunnaaadanzasiniumaslnidunaliauisaldonuaunisead laatos

dmsuouifianuadauing wiacdnsnaiazidan sueldnuvaaduuuuvyuwiou wusasnen
Tudvszuulalasda wazasiiesene lailuaeiof o
naadudLdan

AaaNidn ldaasdisiu vheann waslund 32,46 ,68 ,100
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Appearance Visual Bright & Clear Bright & Clear Bright & Clear Bright & Clear
Color ASTM D1500 Report Report Report Report
Density @ 15 °C, g/cm3 ASTM D1298 Report Report Report Report L]
Flash Paint (COC), °C ASTM D92 200 Min 215 Min 225 Min 235 Min Q © SIUNIU
Foam Test (Seq Il), mL/mL ASTM D892 50/0 Max 50/0 Max 50/0 Max 50/0 Max o O msiiaviag
Pour Point, °C ASTM D97 -6 Max -6 Max -6 Max -6 Max © °O
Kinematic Viscosity @ 40 °C, cSt. ASTM D445 30-35 44-50 66-72 98-105 \ /
Viscosity Index ASTM D2270 95 Min 95 Min 95 Min 95 Min
Copper Strip ASTM D130 1B Max 1B Max 1B Max 1B Max
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