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o DIN 51524,part 1 (HL)
o DIN 51517,part 2 (CL)
0 AFNOR NF E48-603 (HL)

o Cincinnati-Milacron P-38 (HL-32),

P-55 (HL-46), P-54 (HL-68), P-57

(HL-150), P-62 (FC-10)

A1sTadvIuaas 11eann alsuauaia

dlasanaaumnweasdanzaniniuarsuaudtafunalianunsalao aundssaodlaad 96 1y uaadu
WU Y L3969 WadtABsInun esavdnanuuLanguLas stunlansadaiilidanisansay
AAUMNRINTANAZVNAUAT G A TANENAIRRDILAZLIU

Appearance

Color

Density @ 15 °C, g/cm3

Flash Point (COC), °C

Foam Test (Seq Il), mL/mL

Pour Point, °C

Kinematic Viscosity @ 40 °C, cSt.
Viscosity Index

Copper Strip

Visual
ASTM D1500
ASTM D1298

ASTM D92

ASTM D892
ASTM D97

ASTM D445
ASTM D2270
ASTM D130

Bright & Clear
Report
Report

240 Min
50/0 Max
-6 Max
148.0-160.0
95 Min
1B Max

Bright & Clear
Report
Report

250 Min
50/0 Max
-6 Max
218.0-230.0
95 Min
1B Max

Bright & Clear
Report
Report

265 Min
50/0 Max
-6 Max
318.0-330.0
95 Min
1B Max
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