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~ ISO 32 B 100
Viscosity @ 40 °C,cSt. ASTM D445 32 46 68 100
Viscosity @ 100 °C,cSt. ASTM D445 5.8 7.1 10.2 13.4
Viscosity Index ASTM D2270 125 130 135 136
Flash Point (COC), °C ASTM D92 220 245 245 245
Pour Point, °C ASTM D 6749 -40 Max -40 Max -40 Max -40 Max
Density @ 15 °C ASTM D 4052 0.84 0.84 0.85 0.85
Demulsibility
o Time to 40-40-0(mins) ASTM D2711 15 20 25 30
Foam Test (Seq II), ml/ml ASTM D892 50/0 Max 50/0 Max 50/0 Max 50/0 Max
Air Release
o Time to 0.2% air (secs) ASTM D3427 40 60 90 120
Performance Test for EP
0 FZG (Damage Load Stage) ASTM D5182 PASS 12 PASS 12 PASS 12 PASS 12
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o DIN 51506 (VCL, VDL)

0 ISO/DP 6521 (DAA, DAB, DAH, DAG)
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